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./\/0 /jf = (Received in London Ofice,
TESTS OF BOILER STEEL

Tests of /0 Steel /Saho manufactured /){/%M% .XQZ //Wof /)/WK
Jor Boiler No. to be constructed OJ?%‘JJ;QM y%?&z Vsﬁu ofafmm
for /})w‘m Fovret Yabou § § N 2208y
Date first visit /cﬂZ AL last visit = No. of Visits
The spec 1/7()(7 in the ace 01/1/)(&/11/111,1” copy 0/ Advice Notes were rolled from
charges. The tensile test has been applied to sampleg as set forth below,
and the temper and bending tests # 4//«4& See /%n &AZ Vaa cnr 84/%4&447/ pode L

Charge = i B g Dimensions. Ultimate Stress.
Purpose. M g : i 0 Remarks.
Mok 5 ||Thickn.| Brdth. | Area. Total. | Sq. Inch. ‘

Ins. Ins, Ine, Tons. | Tons

D% dnu BB S At M. A6 302 Jfﬁ/

The number of plates or bars included in a rejection must be clearly stated.

e «ii. £ ; % ﬁWM(

Expenses £ Surveyor, Lloyd’s Register,

g o . 7o be paid Z)yﬂw /?47/”@% %/A%%UJ 25.10°9
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